
Date of sample receipt: 23/05/23

Date of issue: 05/07/23

Sample name: Kiyumi st wood stool

SAMPLE N° 351745

List of test reports:
1. Leg strength test - front application ANSI-BIFMA X5.4-2020/16

2. Leg strength test - side application ANSI-BIFMA X5.4-2020/16




ARRMET S.R.L.

VIA A. VOLTA 8

33044 MANZANO (UD)

ITALIA

The sample name and, when relevant, its description, are given by the orderer, and CATAS  does not assume responsibility on this matter. This test report relates to the 
sample submitted for the test and no others. Additions, deletions or alterations are not permitted. This test report must always be reproduced in its entirety. Unless 
otherwise required by standards and technical specifications or agreed with the customer, any declarations of conformity made by CATAS are based on the comparison 
between results and reference values, where the confidence intervals of the measures are not taken into account. Unless otherwise stated, sampling is made by the 
customer; in this case the test results are referred to the sample as received.
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Overall dimensions: 530 x 545 x 1110 (h) mm
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Date of issue: 05/07/23

Sample name: Kiyumi st wood stool

SAMPLE N° 351745

Side view Rear view

Bottom view

Sample weight: Not determined

The sample name and, when relevant, its description, are given by the orderer, and CATAS  does not assume responsibility on this matter. This test report relates to the 
sample submitted for the test and no others. Additions, deletions or alterations are not permitted. This test report must always be reproduced in its entirety. Unless 
otherwise required by standards and technical specifications or agreed with the customer, any declarations of conformity made by CATAS are based on the comparison 
between results and reference values, where the confidence intervals of the measures are not taken into account. Unless otherwise stated, sampling is made by the 
customer; in this case the test results are referred to the sample as received.
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Weight of the unit: 9 kg

Test results:

Horizontal
force

N

Time of
application Leg tested Remarks

334 1 min left No defects

334 1 min right No defects

503 10 s left No defects

503 10 s right No defects

The test results comply with the requirements in clause 16.5 of ANSI-BIFMA X5.4-2020.

TEST REPORT

351745 / 1
Date of sample receipt: 23/05/23
Date of test: 03/07/23
Date of issue: 05/07/23
Sample name: Kiyumi st wood stool

Leg strength test - front application ANSI-BIFMA X5.4-2020/16
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ITALIARevision: 0

The sample name and, when relevant, its description, are given by the orderer, and CATAS  does not assume responsibility on this matter. This test report relates to the 
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otherwise required by standards and technical specifications or agreed with the customer, any declarations of conformity made by CATAS are based on the comparison 
between results and reference values, where the confidence intervals of the measures are not taken into account. Unless otherwise stated, sampling is made by the 
customer; in this case the test results are referred to the sample as received.
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Weight of the unit: 9 kg

Test results:

Horizontal
force

N

Time of
application Leg tested Remarks

334 1 min front No defects

334 1 min rear No defects

503 10 s front No defects

503 10 s rear No defects

The test results comply with the requirements in clause 16.5 of ANSI-BIFMA X5.4-2020.

TEST REPORT

351745 / 2
Date of sample receipt: 23/05/23
Date of test: 03/07/23
Date of issue: 05/07/23
Sample name: Kiyumi st wood stool

Leg strength test - side application ANSI-BIFMA X5.4-2020/16

ARRMET S.R.L.
VIA A. VOLTA 8
33044 MANZANO (UD)
ITALIARevision: 0

The sample name and, when relevant, its description, are given by the orderer, and CATAS  does not assume responsibility on this matter. This test report relates to the 
sample submitted for the test and no others. Additions, deletions or alterations are not permitted. This test report must always be reproduced in its entirety. Unless 
otherwise required by standards and technical specifications or agreed with the customer, any declarations of conformity made by CATAS are based on the comparison 
between results and reference values, where the confidence intervals of the measures are not taken into account. Unless otherwise stated, sampling is made by the 
customer; in this case the test results are referred to the sample as received.
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